
No. PPS/VAPS Number Process Name

1 DAGER-005 QUALITY CONTROL OF THERMAL PROCESSING EQUIPMENT 

2 DAGER-006 ENGINEERING REQUIREMENTS FOR LABORATORIES

3 PPS 3.05  PROOF LOADING CABLE AND CHAIN ASSEMBLIES

4 PPS 12.04
INSTALLATION OF INTERFERENCE FIT BEARINGS AND BUSHING 
USING LIQUID NITROGEN

5 PPS 20.01 MAGNETIC PARTICLE INSPECTION

6 PPS 20.03 FLUORESCENT PENETRANT INSPECTION

7 PPS 20.07 ELECTRICAL CONDUCTIVITY TESTING OF ALUMINUM ALLOYS

8 PPS 20.08 HARDNESS TESTING OF METALS

9 PPS 30.04 STEEL HEAT TREATMENT - CARBON AND LOW ALLOY STEELS

10 PPS 31.02 CLEANING PROCESSES FOR ALUMINUM AND ALUMINUM ALLOYS

11 PPS 31.03 CLEANING OF CARBON AND LOW ALLOY STEELS

12 PPS 31.04 DEGREASING PROCESSES

13 PPS 31.05 SURFACE TREATMENT OF CORROSION  RESISTANT STEEL (C9)

14 PPS 31.06 CLEANING OF COPPER AND COPPER ALLOYS

15 PPS 31.07 CLEANING OF COPPER AND COPPER ALLOYS

16 PPS 32.01
C1 CHEMICAL CONVERSION COATING OF ALUMINUM AND TITANIUM 
ALLOYS BY IMMERSION

17 PPS 32.02 MANUAL APPLICATION OF C1 CHEMICAL CONVERSION COATINGS

18 PPS 32.03 CHROMIC ACID ANODIZING (A1)

19 PPS 32.09 APPLICATION OF DRY FILM LUBRICANTS (C3, C7 AND C8)

20 PPS 33.02 REMOVAL OF METALLIC COATINGS

21 PPS 33.03 ELECTRO DEPOSITED NICKEL PLATING (E3)

22 PPS 33.04 HARD CHROMIUM PLATING (E2 AND E9)

23 PPS 34.03 APPLICATION OF POLYURETHANE ENAMEL

24 PPS 34.08 APPLICATION OF EPOXY-POLYAMIDE PRIMER (F19 AND F45)

25 VAERD GEN-007
QUALITY CONTROL OF HEAT TREATING EQUIPMENT AND HOT 
FORMING EQUIPMENT

26 VAPS 138-043 APPLICATION OF FLUID RESISTANT PRIMER
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27 VAPS 138-044
APPLICATION OF FLUID RESISTANT (FR) ENAMELS AND DECORATIVE 
TOPCOATS

28 VAPS 138-055 ACCELERATED CURING OF ORGANIC COATINGS

29 VAPS 151-001 INSTALLATION OF CONVENTIONAL RIVETS

30 VAPS 160-009
CHROMIUM PLATING OF STEELS HEAT TREATED TO LESS THAN 
220,000 PSI AND COPPER ALLOYS

31 VAPS 160-010 CHROMIC ACID ANODIZING

32 VAPS 160-020 CHEMICAL CONVERSION TREATMENT FOR ALUMINUM ALLOYS

33 VAPS 160-032 SULPHURIC ACID ANODIZING

34 VAPS 160-033 NICKEL PLATING OF STEEL PARTS HEAT TREATED TO 260-280 KSI

35 VAPS 160-034 ZINC-NICKEL ALLOY PLATING

36 VAPS 164-003 SWAGING OF CABLE ASSEMBLIES

37 VAPS 168-006 BAKING OF STEEL FOR RELIEF OF HYDROGEN EMBRITTLEMENT

38 VAPS 168-013 HARDNESS AND ELECTRICAL CONDUCTIVITY TESTING OF METALS

39 VAPS 175-005 INSTALLATION OF INTERFERENCE FIT BUSHINGS

40 VAPS 176-002 FLUORESCENT PENETRANT INSPECTION

41 VAPS 176-004 MAGNETIC PARTICLE INSPECTION

42 VAPS 180-001 ALKALINE CLEANING

43 VAPS 180-015 PASSIVATION OF CORROSION RESISTANT STEEL

44 VAPS 180-032 ACID CLEANING AND DEOXIDIZING ALUMINUM ALLOYS

45 VAPS 180-040 AQUEOUS DEGREASING


